BROHN MINING CORP,
¥R, JIM BARRON
P.0. BOX 485

DEADROODs SD
7732
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CIET

REPORT: 098-1645 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP, SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTEDR: 3-JAN-89
NUMBER OF LOKER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold k3| 0.002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUNRER SAMPLE PREPARATIONS NUMBER
D DRILL CORE k$ | 2 -150 3 Assay Prep k$ |
Excessive Wetness 382
Saarle Pickup 1

REMARKS: SAMPLE 730-935 WAS NOT RECEIVED WITH THE SAMPLE
SHIPHENT,

FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, JIM BARRON INVOICE TO: MR, JIM BARRON
MR, JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(A BONDAR-CLEGG
REPORT: 098-1465 PROJECT: NONE LISTED PAGE 1
| SAMPLE ELEMENT Au
NUMBER UNITS 0T
12 R88-525-925-930 0,009
12 RE8-525-915-940 0,005
02 RE8-525-940-945 0,009
12 RB8-525-945-950 0,013
D2 RE8-525-950-95S 0,004
D2 R88-525-955-960 0,012
02 R88-525-960-965 0,007
D2 RE8-525-965-970 0,004
D2 R88-525-970-975 0,005
02 RBE-525-975-980 0,009
D2 R88-525-980-985 0,009
02 RES-525-985-990 0,015
12 R88-525-990-995 0,005
D2 R88-525-995-1000 0,008
02 R88-525-1000-1005 0,005
|12 R88-525-1005-1010 0,005
| 12 RE8-525-1010-1015 0,007
12 RE8-525-1015-1020 0,003
D2 R88-525-1020-1025 0,008
12 R88-525-1025-1030 0,016
D2 R88-525-1030-1035 0,007
02 R88-525-1035-1040 0,016
D2 R88-525-1040-1045 0,054 |
12 R88-525-1045-1050 0,033
12 RE8-525-1050-1055 0,063
D2 R83-525-1055-1060 0,118
02 RB8-S25-1060-1065 0.219
02 RB8-525-1065-1070 0.101
D2 RE8-525-1070-1075 0,088
02 R88-525-1075-1080 0,038

02 RE8-525-1080-1085




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9891404

Lab Report

EROHM MINING CORF.
MR, JIN BARRON
P.C. BOX 485

DEADROOD, SD
372




msbmcmlfbr (seochemical
Lakewood, Colorado 80228 Lab Report
i BONDAR-CLEGG
| REPORT: 098-1667 ( COMPLETE » | ______REFERENCE INFD: NONE LISTED
CLIENT: BROMM MINING CORP, SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED! &-JAN-89
NUMBER OF LOWER
ORDER  ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
| 1 M Gold 12 0,002 OPT Fire Assay
|
| SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
P DRILL CORE 12 2 -150 12 Assay Prep 12

Excessive Wetness 277

REMARKS: FINAL RESULTS ARE REPCRTED.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR, JIN BARRON




D2 R88-525-1140-1145

0,003

Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
y BONDAR-CLEGG
REPORTS 098-1667 PROJECT: NONE LISTED PABE 1
| SANPLE ELENENT  Au
NUNRER UNITS 0T
02 REB-525-1085-1090 0,040 . w25
12 RBE-525-1090-1095  0.054 al, \04
| D2 RBS-S25-1095-1100  0.044 7.0 Y
02 R8S-525-1100-1105 0,022 0 .
02 RB8-525-1105-1110 0,012
12 RE8-S25-1110-1115 0,015
02 R8G-525-1115-1120 0,032
D2 RB8-525-1120-1125 0,053
02 R88-525-1125-1130 0,009
02 RES-S25-1130-1135  <0,002
02 R8G-525-1135-1140 0,002




E BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWDOO0D, CO. PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or [ Collect
| # Parcels in Shipment TOTAL NUMBER OF SAMPLES
‘ GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
| Samples|  # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
| Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni CoMn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation oce test
\
1 I
|
|
|
|
|
|
|
|
\
O assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) ] unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

[J DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE

[0 RETURN COD AFTER ANALYSIS COMPLETE [J RETURN COD AFTER ANALYSIS COMPLETE

[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

O Results 0 Results

[ Invoices [ Invoices

[ Pulps 1 Pulps

[J Rejects : ] Rejects

0 Résults [ Results
| 0 Invoice J Invoice
‘ O Pulps O Pulps

) Rejects J Rejects

| CLIENT'S COPY



LAB. REPORT NO.

B BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWO0OD, CO. 80228 PHONE: S89-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE
Date Shipped Via [] Prepaid or O Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
s?‘y:‘ Su:plu smﬁ.u'i‘u"?““ Cu Pb Zn Mo Ag Cd Ni Eésnlsl':rgemmu\’"‘l}u&lo F Au As Hg Sn Sb Ba|E spec Mn nce Pe's.t

0O assay (%, ore grade) 0O (prepared
Please analyze by } methods, the enclosed samples
[0 geochemical (ppm, trace level) 0 unprepared
1 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
1 RETURN COD AFTER ANALYSIS COMPLETE [J RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
[0 Results 0 Results
3 Invoices [ Invoices
[ Pulps [0 Pulps
[J Rejects 1 Rejects
0 Results ] Results
O Invoice J  Invoice
O Pulps 0 Pulps
O Rejects J Rejects

CLIENT'S COPY




Date Shipped
# Parcels in Shipment
GEOLOGIST'S NAME

LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWODO0D, CO. PHONE: S89-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Via [ Prepaid [ Collect
TOTAL NUMBER OF SAMPLES
PROJECT NAME OR NUMBER

or

PHONE NUMBER

Samples|  # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation DCP | test
[0 assay (%, ore grade) (] prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) O unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS

[0 DISCARD AFTER ANALYSIS COMPLETE

O RETURN COD AFTER ANALYSIS COMPLETE

O STORE 60 DAYS-DISCARD

STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

[0 DISCARD AFTER ANALYSIS COMPLETE

[0 RETURN COD AFTER ANALYSIS COMPLETE

O STORE 1 YEAR-RETURN COD

STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

[0 Results [J Results
0 Invoices O Invoices
[J Pulps [ Pulps

[J Rejects [ Rejects
0 Reésults [ Results
O Invoice J Invoice
O Pulps 0 Pulps

O Rejects [0 Rejects

CLIENT'S COPY




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12880 W. CEDAR DR, LAKEWOO0D, CO. PHONE: S89-1104 TELEX:45-693

SAMPLE SHIPMENT NOTICE

Date Shipped Via [J Prepaid or [ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER

" Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec| Activation ocP test
[] assay (%, ore grade) O prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) O unprepared
J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J DISCARD AFTER ANALYSIS COMPLETE [ DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

[J Results O Results
1 Invoices [ Invoices
3 Pulps 0 Pulps
[1 Rejects J Rejects
3 Results O Results
O Invoice J Invoice
J Pulps 0 Pulps
O Rejects [ Rejects

CLIENT’S COPY



LAB. REPORT NO.

E BONDAR-CLEGG INC.

12880 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S89-1104 TELEX:- 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via __[1 Prepaid or 0O Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES

GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER

] Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|E spec Activation oce test
[0 assay (%, ore grade) [0 (prepared
Please analyze by } methods, the enclosed samples
[J geochemical (ppm, trace level) O unprepared
[0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J DISCARD AFTER ANALYSIS COMPLETE 1 DISCARD AFTER ANALYSIS COMPLETE
[J RETURN COD AFTER ANALYSIS COMPLETE [J RETURN COD AFTER ANALYSIS COMPLETE
[J STORE 60 DAYS-DISCARD [J STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO

[J Results [ Results
) Invoices 1 Invoices
1 Pulps O Pulps
[J Rejects 1 Rejects
0 Results O Results
[ Invoice ) Invoice
0 Pulps 0 Pulps
O Rejects O Rejects

CLIENT'S COPY



LAB. REPORT NO.

E BONDAR-CLEGGE INC.

12980 W. CEDAR DR, LAKEWODOD, CO. PHONE: S89-1104 TELEX: 45-693

. o S0 SAMPLE SHIPMENT NOTICE
Date Shipped 7= Zhad” 2 e : Via [ Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES 1; e
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
Tk | Sames e |cu P 20 Mo Ag Ca W T Yo & Ao M Mg 0 30 Sl coee] Mebme | ocP | ot

{ {1 assay (%, ore grade) 0 prepared
Please analyze by k ; } methods, the enclosed { } samples
[0 geochemical (ppm, trace level) 0 unprepared
1 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
‘ PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[J| DISCARD AFTER ANALYSIS COMPLETE [0 DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE [1 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [0 STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
. RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
— /‘ )
o Resuts™<J 1\ Do O O Results == 1AL 4 DI ALZ
0 Invoices O Invoices SLE AN [
O Pulps 1 Pulps :
[ Rejects [0 Rejects
O Résults 1 Results
O lnvoice 0 Invoice
O Pulps J Pulps
O Rejects O Rejects

CLIENT'S COPY






